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CHANGXING JINGWEI BAMBOO PRODUCTS CO., LTD 
HUAIKAN TOWNSHIP, CHANGXING COUNTY, HUZHOU CITY, ZHEJIANG PROVINCE, CHINA 
 
 
 
The following sample(s) was / were submitted and identified on behalf of the client as: 

Sample Description : RIGID VINYL PLANK 

SGS Ref. No. : CAN19-161603 

Sample Receiving Date : Aug.12, 2019 

Test Performing Date : Aug.15, 2019 to Aug.22, 2019 

 
Test Result Summary 

 

Test(s) Requested Result(s) Comments 
To determine the Phthalate content(s) in the submitted sample(s) with 
reference to Client’s requirement. PASS / 

To determine the Phthalate content(s) in the submitted sample(s). See Results / 

For further details, please refer to the following page(s) 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
Signed for and on behalf of 
Shunde Branch 
SGS-CSTC Co., Ltd. 

 

 

 
Peter Zhao 
Approved signatory 
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Test Results : 
 
Test Part Description : 
 
 SGS Sample ID Description 
  CAN19-161603.001 Gray material with black surface(broad) 
 

 Remarks : 
                  (1) 1 mg/kg = 0.0001% 
                  (2) MDL = Method Detection Limit 
                  (3) ND = Not Detected ( < MDL ) 
                  (4) "-" = Not Regulated 
 
Phthalate 
 
Test Method : With reference to EN 14372:2004 , analysis was performed by GC/MS. 

 
Test Item(s) CAS NO. Limit Unit MDL 001 
Dibutyl Phthalate (DBP) 84-74-2 0.005 %(w/w) 0.003 ND 
Benzylbutyl Phthalate (BBP) 85-68-7 0.005 %(w/w) 0.003 ND 

Bis(2-ethylhexyl) Phthalate (DEHP) 117-81-7 0.005 %(w/w) 0.003 ND 

Diisobutyl Phthalate (DIBP) 84-69-5 0.005 %(w/w) 0.003 ND 
Di-n-octyl Phthalate (DNOP) 117-84-0 0.005 %(w/w) 0.003 ND 
Dimethyl Phthalate (DMP) 131-11-3 0.005 %(w/w) 0.003 ND 

Diphenyl Phthalate (DPhP) 84-62-8 0.005 %(w/w) 0.003 ND 

Di-n-hexyl Phthalate (DnHP) 84-75-3 0.005 %(w/w) 0.003 ND 

Diethyl Phthalate (DEP) 84-66-2 0.005 %(w/w) 0.003 ND 

Comment     PASS 
 
Notes : 

(1) The maximum permissible limit is quoted from client’s requirement. 

 
Phthalate 
 
Test Method : With reference to EN 14372:2004 , analysis was performed by GC/MS. 

 
Test Item(s) CAS NO.  Unit MDL 001 
Diisononyl Phthalate (DINP) 28553-12-0 /   %(w/w) 0.010 ND 
 68515-48-0 
Diisodecyl Phthalate (DIDP) 26761-40-0 /   %(w/w) 0.010 ND 
 68515-49-1 
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Photo Appendix:                  
 

  
  
Remark: This test was subcontracted to SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch.  
 

***End of Report*** 
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